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Numarası
Ferrule No

Kendir ve Çelik Özlü Halat Çapı mm
Rope Measured in mm
Fibre and Steel Core Pres Numarası

Swaging die No

Pres Sonrası
Yüzük Çapı
Ferrule Dia. 

After Swaged
mm

Min Max

2,0 2,0 2,1 2,0 4
3,0 3,0 3,2 3,0 6
4,0 4,0 4,2 4,0 8
5,0 5,0 5,2 5,0 10
6,0 6,0 6,3 6,0 12
8,0 8,0 8,3 8,0 16

10,0 10,0 10,4 10,0 20
12,0 12,0 12,4 12,0 24
14,0 14,0 14,4 14,0 28
16,0 16,0 16,5 16,0 32
18,0 18,0 18,5 18,0 36
20,0 20,0 20,5 20,0 40
22,0 22,0 23,0 22,0 44
24,0 24,0 25,0 24,0 48
26,0 26,0 27,0 26,0 52
28,0 28,0 29,0 28,0 56

Paslanmaz Sapan Yüzükler EN 13414-3
Stainless Steel Ferrules EN 13414-3

ÇELİK HALAT SAPAN YÜZÜKLERİ / STEEL WIRE ROPE FERRULES


